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CHANGZHOU KNK FLOORS CO., LTD 
 
 
 

The following sample(s) was / were submitted and identified on behalf of the client as: 

Sample Description : SPC FLOOR 

SGS Ref. No. : CAN18-209010 

Sample Receiving Date : Oct.10, 2018 

Test Performing Date : Oct.11, 2018 to Oct.17, 2018 
 
 

Test Result Summary 

 
Test(s) Requested Result(s) Comments 

Determination of Phthalates(DBP, BBP, DEHP, DINP, DIDP, DHEXP/DnHP) 

contents of the selected parts in the submitted sample(s) with reference to 

California Proposition 65. 

 
PASS 

 
/ 

For further details, please refer to the following page(s) 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

Signed for and on behalf of 
Shunde Branch 
SGS-CSTC Co., Ltd. 

 

 

Peter Zhao 
Approved signatory 
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Test Results : 

Test Part Description : 

 
Specimen No. SGS Sample ID Description 

SN1 CAN18-209010.001 Gray plastic(cover) 

 

Remarks :  

(1) 1 mg/kg = 0.0001% 

(2) MDL = Method Detection Limit 

(3) ND = Not Detected ( < MDL ) 

(4) "-" = Not Regulated 
 

 

CA65- Phthalates 

 

Test Method : With reference to CPSC-CH-C1001-09.4, analysis was performed by GC-MS 
 
 

Test Item(s) CAS NO. Limit Unit MDL 001 

Dibutyl Phthalate (DBP) 84-74-2 0.1 %(w/w) 0.005 ND 

Benzylbutyl Phthalate (BBP) 85-68-7 0.1 %(w/w) 0.005 ND 

Di(2-ethylhexyl)phthalate(DEHP) 117-81-7 0.1 %(w/w) 0.005 ND 

Diisononyl Phthalate (DINP) 28553-12-0 / 0.1 %(w/w) 0.005 ND 

 68515-48-0     

Diisodecyl Phthalate (DIDP) 26761-40-0 / 0.1 %(w/w) 0.005 ND 

 68515-49-1     

Dihexyl Phthalates (DHEXP/ DnHP) 84-75-3 0.1 %(w/w) 0.005 ND 

Note : 
     

(1) The limit is referenced to the requirement as stated in the County of Marin Court Case No. CIV 091146, 
the County of San Francisco Superior Court, Case No. CGC-07-465288/CGC-14-541130, the County 
of Santa Clara Case No. 115CV283507, the County of Alameda Case No. RG15778467. The limit for 
DINP is reference to the requirement as stated in County of Santa Clara Superior Court, 114CV267501. 
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Photo Appendix: 
 

 

Remark: This test was subcontracted to SGS-CSTC Standards Technical Services Co.,Ltd. Guangzhou Branch. 

 
***End of Report*** 
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